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INTRODUCTION

Under a development program initiated by the British Ministry of Defense,
Alcan Laboratories and Alcan Plate Ltd. have produced an Al-Zn-Mg-Cu alloy
with tensile strength similar to 7075-T6 but with purported improved resistance
to stress corrosion cracking and exfoliation. Efforts are now underway to make
the alloy, designated 7010, competitive with 7050 from a procurement standpoint.
In 7010, zirconium has replaced chromium-and the copper content is
slightly lower at 1.5 to 2.0 percent instead of 2.0 to 2.6 percent as in 7050.
It is purported that the stress corrosion resistance of 7010 and 7050 are very
similar in the T73651 temper, both having passed a 30 day alternate immersion
test at 35 ksi (240 MPa). Alcan provided a 3.2 inch (80 mm) thick plate of
7010-T73651 to the Naval Air Systems Command. The 7010 plate was shipped to
McDonnell Douglas Corporation, St. Louis, Missouri where specimens were machined
for mechanical property, stress corrosion, and exfoliation tests. A limited
number of stress corrosion and exfoliation specimens were supplied to NADC for
comparison testing. This work describes the tests performed on these specimens
under AIRTASK ZF61-542-001, Work Unit ZM501.

EXPERIMENTAL PROCEDURE

MATERIALS

The 7010 material used in this comparative study was supplied in the form
of 3.2 inch (80 mm) plate with the T73651 temper. Specimens were machined at
McDonnell Douglas Aircraft Company for mechanical as well as corrosion testing.
Nine short transverse 0.250 inch (6.35 mm) diameter tensile specimens and one
2 by 4 inch (50 by 100 mm) exfoliation specimen were sent to NADC for corrosion
testing. All previous stress corrosion tests at NADC had employed 0.125 inch
(3.18 mm) diameter tensile specimens. Stressing fixtures were, therefore, not
available for testing 0.250 inch diameter so the 7010 specimens were remachined
to 0.125. Specimens of 7050-T73651 machined from a 4 inch (100 mm) thick plate
were included for comparison. Specimen type and stressing fixtures are given
in ASTM G49 (reference (a)). The composition and tensile properties of both
alloys are given in table I.

STRESS ZORROSION TEST

The smooth 0.125 inch diameter tensile specimens of both 7010-T73651 and
7050-T73651 were subjected to the ASTM G47 alternate immersion stress corrosion
test in 3.5 percent NaCI for 30 days (reference (b)). Triplicate specimens
were loaded to stress levels of 25, 35, and 45 ksi (170, 240, and 310 MPa).

The entire assemblies were dipped in molten maskcoat No. 2 (oil-free cellu-
lose acetate butyrate) so that only the specimen gauge lengths were exposed.
The specimens were inspected daily for failure during the 30 day period and
failed specimens removed from the test.

EXFOLIATION TEST

The flat specimen identified as 7010-2 was subjected to the ASTM G34 Exco
test (reference (c)) for 48 hours. The back was masked to protect the indentifi-
cation of the specimen.
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RESULTS AND DISCUSSION

The results of the alternate immersion stress corrosion test are given in
table II, together with results from tests run at Alcoa (reference (d)). There
were no failures of 7050-T73651 in 30 days. There was one failure each at 25
and.45 ksi for the 7010-T73651, both at 28 days. The failure of one 7010 speci-
men at 25 ksi was considered anomalous since there were no failures noted at
35 ksi. Correlation with results at Alcoa is very close. No comparison can be
made with McDonnell Douglas results because of the difference in specimen size.

Metallographic examination of the failed specimens revealed cracks initia-
ting from deep corosion pits and propagating in intergranular and transgranular
modes. Both the 7010 and 7050 showed this behaviour with the 7010 having deeper
pits and extended incipient cracks as can be seen in the photomicrographs of
figures 1 to 3.

Results of the Exco test revealed pitting only. This one specimen test
indicates that 7010-T73651 is not susceptible to exfoliation corrosion.

CONCLUSIONS

1. The 7010-T73651 alloy used in this investigation is resistant to stress
corrosion cracking at stress levels up to and including 35 ksi in the alternate
immersion test, whereas the 7050-T73651 threshold value in the same test is
45 ksi.

Additionally, based on microstructural effects; i.e., depth of pits and ex-
tent of incipient cracking, the stress corrosion resistance of 7050-T73651 is
considered somewhat better than that of 7010-T73651.

2. The 7010-T73651 is not susceptible to exfoliation.

-2-
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